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 ANALISIS PROPERTIS MARSHALL DAN ITS CAMPURAN ASPAL
 EMULSI HANGAT MENGGUNAKAN BAHAN RAP DAN PORTLAND
 CEMENT
 Bayu Kurniawan Jaya
 (D 100 130 193) Program Studi Teknik Sipil Fakultas Teknik Universitas Muhammadiyah Surakarta, Jl.
 A. Yani Tromol Pos 1 Pabelan Kartasura Surakarta
 e-mail : [email protected]
 ABSTRAKSI
 CAED adalah metode pencampuran yang umum untuk bahan daur ulang bahan
 RAP dengan aspal emulsi, namun pengaplikasian yang terbatas pada volume lalu lintas
 rendah hingga sedang, namun bila diaplikasikan pada volume lalu lintas tinggi tidak dapat
 dipastikan apakah mampu menahan beban rencana. CAEH sebagai daur ulang RAP
 dengan penambahan fresh aggregate dan PC diharap mampu menjadi solusi dari masalah
 tersebut, dengan pengujian terhadap propertis Marshall untuk memperoleh karakteristik
 campuran dengan menggunakan spesifikasi HMA dan parameter ITS untuk meninjau
 kemampuan campuran menahan kuat tarik tidak langsung pada umumnya menyebabkan
 retak fatigue.
 Penelitian yang dilakukan yaitu analisis propertis Marshall dan ITS campuran
 aspal emulsi hangat menggunakan bahan RAP dan Portland Cement. Diawali dengan
 pemeriksaan bahan RAP dan fresh aggregate, aspal yang digunakan adalah aspal emulsi
 tipe CSS-1 dengan spesifikasi dari PT. IZZA Sarana Karsa Sidoharjo yang mengacu pada
 spesifikasi Bina Marga 2010 Revisi 3. Kemudian membuat rancangan gradasi, estimasi
 aspal emulsi yang digunakan dan penambahan air, menentukan suhu pencampuran
 CAEH, lalu pembuatan benda uji dengan variasi penambahan persen RAP 30%, 50%,
 70%, dan 100% dan penambahan bahan penstabil PC dengan persentase 1,5% dengan
 suhu pencampuran 105°C dan dilakukan pengujian propertis Marshall test dan parameter
 ITS.
 Berdasarkan hasil penelitian yang dilakukan terhadap analisis propertis Marshall
 dan ITS campuran aspal emulsi hangat menggunakan bahan RAP dan Portland Cement
 menunjukan dengan variasi penggunaan RAP 30%, 50%, 70%, dan 100% dan
 penambahan PC 1,5% didapat nilai optimum pada variasi RAP 70%, dan penambahan PC
 berpengaruh positif terhadap propertis Marshall dan berpengaruh negatif pada parameter
 ITS, sedangkan untuk pengujian void pada CAEH karakteristik Volumetrik menunjukan
 nilai yang semakin mendekati spesifikasi yang digunakan, sehingga nilai yang didapat
 semakin baik dengan bertambahnya persen RAP dan penambahan PC. Hal ini ditunjukan
 dengan MQ tanpa PC 26,69 kg/mm; 39,85 kg/mm; 51,13 kg/mm; 47,56 kg/mm dan
 dengan PC 42,62 kg/mm; 64,44 kg/mm; 73,03 kg/mm; 46,34 kg/mm sedangkan hasil
 pengujian parameter ITS tanpa PC 154,45 Kpa; 228,56 Kpa; 323,60 Kpa; 280,22 Kpa dan
 dengan PC 123,70 Kpa; 138,06 Kpa; 148,34 Kpa; 110,37 Kpa sedangkan hasil pengujian
 VIM tanpa PC 10,78%; 10,67%; 7,14%; 5,09% dan dengan PC 10,21%; 7,37%; 6,32%;
 7,04%
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 Kata Kunci: CAEH (Campuran Aspal Emulsi Hangat), RAP (Reclaimed Asphalt
 Pavement), PC (Portland Cement), Marshall test, dan ITS (Indirect Tensile strength).
 PROPERTIS ANALYSIS OF MARSHALL AND ITS MIXED ASPHAL WARM
 EMULSION USING RAP AND PORTLAND CEMENT MATERIALS
 ABSTRACT
 CAED is a common mixing method for RAP material recycled materials with
 emulsion asphalt, but limited application in low to medium volume traffic, but when
 applied to high traffic volumes it can not be ascertained whether it can withstand the load
 of the plan. CAEH as RAP recycling with the addition of fresh aggregates and PCs is
 expected to be the solution of the problem, by testing Marshall properties to obtain mixed
 characteristics using HMA specifications and ITS parameters to review mixed capability
 ofdwithstandingdtensiledstrengthdindgeneraldresultingdindfatiguedcracking.
 The research is analisis propertis Marshall dan ITS campuran aspal emulsi hangat
 menggunakan bahan RAP dan Portland Cement. Beginning with RAP material inspection and
 fresh aggregate, asphalt used is asphalt emulsion type CSS-1 with specification from PT.
 IZZA Sarana Karsa Sidoharjo which refers to the specification of Bina Marga 2010
 Revision 3. Then create the gradation design, the estimated emulsion asphalt used and
 the addition of water, determine the temperature of the mixing of CAEH, then the making
 of the specimen with variation of RAP percentage 30%, 50%, 70% , and 100% and the
 addition of PC stabilizer with a percentage of 1.5% with 105° C mixing temperature and
 a Marshall propertis test and ITS parameters.
 Based on the results of the research on analisis propertis Marshall dan ITS
 campuran aspal emulsi hangat menggunakan bahan RAP dan Portland Cement showed
 that variation of RAP use 30%, 50%, 70%, and 100% and 1.5% PC addition obtained
 optimum value on variation RAP 70%, and addition of PC have positive effect on
 Marshall properties and have a negative effect on ITS parameters, while for void testing
 on CAEH Volumetric characteristic shows value increasingly close to the specification
 used, so the value get better with increasing RAP percentage and PC addition. This is
 indicated by MQ without PC 26.69 kg / mm; 39.85 kg / mm; 51.13 kg / mm; 47.56 kg /
 mm and with PC 42.62 kg / mm; 64.44 kg / mm; 73.03 kg / mm; 46,34 kg / mm while test
 result of ITS parameter without PC 154,45 Kpa; 228,56 Kpa; 323,60 Kpa; 280.22 Kpa
 and with PC 123,70 Kpa; 138.06 Kpa; 148,34 Kpa; 110,37 Kpa while the test result of
 VIM without PC 10.78%; 10.67%; 7.14%; 5.09% and with PC 10.21%; 7.37%; 6.32%;
 7.04%
 Key words : CAEH (Campuran Aspal Emulsi Hangat), RAP (Reclaimed Asphalt
 Pavement), PC (Portland Cement), Marshall test, dan ITS (Indirect Tensile strength).
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